
SUMMARY OF TESTS � CASTLETOP SHINGLE* 

 

 

PA 100-95 (Dade County, Florida, Test for Wind and Wind Driven Rain Resistance) 

 Tested for Research and Developmental Purposes 

 

ANSI/UL 1897 Standard Test Method for Uplift Resistance for roof covering systems. 

 

UL790 Class A & C External Fire Exposure 

 

 

 

*ATAS International, Inc. is continuously performing various tests on their panel systems.  Consult 

ATAS for the latest test ratings and procedures. 
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